Chemical Composition of Various Wrought
Aluminium Alloys

(2 :
Alloy Sk, g | tn P e Mg cr A (G Al -
1050 0.25 0.4 005 | 005 | 005 ' ;| 995min | *
1100 095Si+Fe  |0.05-0.20| 0.05 & 0.1 =7 99.0min
2014 | 050-12| 07 | 39-50 |040-12 [020-08] 0.1 025 | 015 | remainder
. | 2024 05 05 | 3849 030-09 | 12418 | 01 025 | 015 |remsnder]?
219 0.2 03 | 58-68 [0.20-0.40| 0.2 0.1 | 0.02-0.10 | remainder
3003 | 0 0.7 |0.05-0.20| 1.0-15 0.1 et
4063 | 45-60| 08 03 005 | 005 1 a1 TR -
5052 0.25 0.4 01 | 01 |2228|015-035| 04 remainder
5083 0.4 0.4 0.1 |040-1.0'| 40-49 [0.05-025 | 025 | 0.5 |remainder
5086 | 04 0.5 0.1 |020-0.7 | 35-45 |0.05-025 | 025 | 015 |remainder |
5454 0.25 0.4 01 |050-10 | 24-30 | 0.05-020 | 0.25 02 | remainder
5456 0.25 04 | 01 |050-10 4755 005020 | 025 0.2 | remainder
5754 04 | 04 0.1 05 |2 3% | 03 02 | 015 |remainder
6005 | 0.6-09 | 035 0.1 0.1 |040-0.6| 0.1 0.1 T ——
6060 | 0.30-0.6 [0.10-0.30| 0.1 01 |035-06| 005 | 015 | 0.1 |remainder
6061 | 0.40-08| 07 [0.15-040| 015 |08-12 |0.04-035 | 025 | 015 i
6063 | 02006] 035 | 01 01 loss09] 01 | o1 | 01 |remainder
bg2° | 0713 | 05 01 |0.40-1.0 |0.60-12| 0.25 02 [+ 01 |remainder
6105 | 0610 | 035 0.1 01 |045-08| 0.1 01 0.1 | remainder
_;3-51 _Ci.7—i.(;3 0.5 0.1 0.40-0.8 | 0.40-0.8 0.2 0.2 remainderd
V;;t;:rs 04 05 | 1220 | 03 |21-29(018-028 (5161 02 |remainder
n2 | s 03 [050-09| 01 [13-20| 01 |42-52| 005 |remainder

Sumber : PT. Dewantara Cahaya Séjati. 2016.
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