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ABSTRAK 

Penelitian ini bertujuan untuk menganalisa tegangan dan regangan yang diperoleh 

pada pengujian Tarik sedangkan energi yang didapat juga diketahui melalui uji 

impak dimana data-data akan di aplikasikan pada pembuatan pesawat terbang 

model Unmanned Aerial Vehicle dengan material komposit hibrid serat rami dan 

fiberglass woven roving 200 gram serta polyurethane foam sebagai pengisi. 

Metode penelitian menggunakan hand lay-up pada proses pembuatan spesimen uji 

standarisasi sesuai dengan ASTM-D638. Hasil yang didapat dalam penggujian 

tarik dan impak menujukan hasil yang positif dimana kekuatan tarik maksimal 

12,7 % atau setara dengan 6300 Mpa dan Energi yang diserap pada penggujian 

impak yaitu 169,485 Joule serta densitas pada satu jenis pesawat model UAV 0,5 

kg/m3, pada pengujian tersebut menunjukan kekuatan dan beban dari komposit 

paduan menjadi terobosan baru dalam penggunaan di industri pesawat terbang 

khusus nya pesawat terbang model. 

 

Kata Kunci : Mechanic, Hibryd, Hand lay-up, UAV 
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ABSTRACT 

The purpose of the research are to analyze tension and strain  that obtained at 

tensile testing while  the energy obtained  is known from impack test where that 

data will to applied to the Unmanned Aerial Vaechile airplane with hybrid fiber 

composite materials and 200 gram woven roving fiberglass and polyurethane 

foam as filler. The research method using hand lay-up in the manufacture of 

standardized test specimens process agree with ASTM-D638. The results obtained 

in tensile and impact testing is refer to positive results when maximum tensile 

strength is 12,7% or equal to 6300 Mpa and the energy absorbed on the impact 

test is 169,485 Joule and density in a model UAV airplane type is 0,5 kg/m3, on 

that test is showed strength and load from composite alloy to be a new penetration 

in airplane industry, especially airplane model. 

Keywords : Mechanical, Hybrid, Hand-lay up, UAV (Unmanned Aerial Vaechile) 
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