
 

 

 

 

 

 

 

LAMPIRAN 

 

 

 

 

 

 

 

 



 

 



 

 

 

 

 

 

 

 

 

 

 

 

 

Spectrofotometri untuk pengukuran warna resin akrilik 
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                                                          Perebusan kopi putih 

 



 

 

 
Perebusan kayu manis 

  

 

Inkubator tempat perendaman kayu manis dan kopi putih suhu 37
0
C 

 

 



 

 

 
Hasil sampel perendaman kayu manis 

 

 

 

Hasil perendaman kopi putih 

 

 

Perendaman saliva 



 

 

 
Hasil perendaman kopi putih yang di beri perlakuan 

 

 
 

Hasil perendaman kopi putih yang di beri perlakuan 

 

        

Kopi putih 

 

 

 



 

 

 

 

 

 

 

 

 

 

Bubuk Kayu Manis 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 



 

 

Uji Normalitas 

 

Descriptives 

 Statistic Std. Error 

Kayu Manis 

Mean 35.8962 6.61907 

95% Confidence Interval for 

Mean 

Lower Bound 20.9228  

Upper Bound 50.8696  

5% Trimmed Mean 33.3622  

Median 28.2747  

Variance 438.121  

Std. Deviation 20.93135  

Minimum 23.42  

Maximum 93.98  

Range 70.56  

Interquartile Range 10.84  

Skewness 2.886 .687 

Kurtosis 8.667 1.334 

Kopi Putih 

Mean 31.0671 1.14389 

95% Confidence Interval for 

Mean 

Lower Bound 28.4795  

Upper Bound 33.6548  

5% Trimmed Mean 31.1321  

Median 32.2304  

Variance 13.085  

Std. Deviation 3.61729  

Minimum 24.94  

Maximum 36.02  

Range 11.08  

Interquartile Range 6.02  

Skewness -.450 .687 

Kurtosis -1.020 1.334 

 

 



 

 

 

Tests of Normality 

 Kolmogorov-Smirnov
a
 Shapiro-Wilk 

Statistic Df Sig. Statistic df Sig. 

Kayu Manis .354 10 .001 .563 10 .000 

Kopi Putih .177 10 .200
*
 .943 10 .584 

*. This is a lower bound of the true significance. 

a. Lilliefors Significance Correction 

 

 

Uji Mann Whitney 

 

Ranks 

 Kelompok N Mean Rank Sum of Ranks 

Perubahan Warna Pada 

Resin Akrilik Heat Cured 

Kayu Manis 10 9.90 99.00 

Kopi Putih 10 11.10 111.00 

Total 20   

 

 

Test Statistics
a
 

 Perubahan 

Warna Pada 

Resin Akrilik 

Heat Cured 

Mann-Whitney U 44.000 

Wilcoxon W 99.000 

Z -.454 

Asymp. Sig. (2-tailed) .650 

Exact Sig. [2*(1-tailed Sig.)] .684
b
 

a. Grouping Variable: Kelompok 

b. Not corrected for ties. 

 



 

 

 

 

 

 

 



 

 



 

 



 

 



 

 



 

 



 

 



 

 



 

 



 

 

 


